
A letter of recognition

Customer
Admit

confirm

ID Department Test department Structure section Quality department

Supplier
Admit

confirm

confirm Proofreading To examine Approval

Y Yang guochang Xuliying

APPROVAL No. ATCSZ-5-180124-001 ISSUE 1

　 　 　 　 　 　

DESCRIBE:    Anker Innovations Co., LTD（T8210C)
　 　 　 　 　 　

Customer NO:     

　 　 　 　 　 　

PART NO:        ATC1349-HY046B04RA
　 　 　 　 　 　

Antenna type:     2.4G  FPC ANT

　 　 　 　 　 　

DATE:            2023.03.23

　 　 　 　 　 　

PROVIDER:   AT&C TECHNOLOGIES(SHENZHEN) CO. LTD
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ANT
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Note: The string bit is changed to 8.2pf

       Matching circuit

No change in matching
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 Antenna S11
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 Antenna *Efficiency

Frequency/MHz Efficiency/% dBi

2400 66% 2.97 

2410 66% 2.90 

2420 66% 2.85 

2430 66% 2.78 

2440 68% 2.88 

2450 69% 3.01 

2460 66% 2.73 

2470 64% 2.34 

2480 67% 2.35 

2490 68% 2.60 

2500 66% 2.43 
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    Directional pattern TEST
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Antenna Draw
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                   AT&C TECHNOLOGIES(SHENZHEN) CO. LTD

Salt spray test report

Item name  FPC ANT Item type ATC-1349 models T8210C

The experimen
tal class

Salt spray test
Number of item

s
5 pcs

The research
ers

Zhangxuemei

The experimen
t purpose

Sample reliability verification

Experimental 
conditions

Brine concentration for 5 plus or minus 1%, salt water barrels and 
the temperature of the laboratory to 35 + 2 ℃, saturated air barre
l temperature to 47 + 2 ℃, PH: 6.5-7.5 KGF/cm2, spray quantity: 1-
2 ml / 1 hr / 80 cm2, test time 48 h.

Specific reference GBT 10125-1997 standard

Note：

The experime
nt on the basi
s of：

《Inspection standard for plated parts》

The equipmen
t used： Salt spray test chamber

The experimen
t

After the e
xperiment

The experime
ntal conclusio
n：

After the test, clean water was rinsed and the surface of the shrap

nel was not oxidized, discolored or blackened for 2H；

Tester/date: ren kangyong 2023.02.07 Audit: Pengguangliang

      Table number：
ATCSZ-6-170320-003
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Packaging method

PE bag packaging, product emission neat, uniform quantity 

PART LIST           
The packing drawing is schematic diagram, which does not mean that the picture is the actual produc
tand the actual shipment is the standard.

NO DESCRIPTION Q'TY MATERIAL REMARKS REV.

1 ANTENNA 1/1000 N/A A

2 PAD OUT 1/4 SW A골 5T N/A A

4 CARTOON BOX - SW A골 5T N/A A

5 PACKING TAPE - PP N/A A

Picture: Outer box "I" seal, QC 
PASS seal on the left side of the 
outer box, sealed without exposure. 


