Head Tissue Simulating Liquids

Head Parameters according to IEEE Std 1528-2013 / IEC 62209 / FCC KDB 865664 D01

Tissue

Narrow- Product Test Frequency (MHz) Main Ingredients

Band

Solutions | HSL300V2 300 Water, Sugar

(5% HSL450V2 450 Water, Sugar

tolerance) | HSL750V2 750 Water, Sugar
HSL900V2 835, 900 Water, Sugar
HSL1450Vv2 1450, 1500, 1640 Water, DGBE
HSL1750V2 1750 Water, DGBE
HSL1800V2 1800, 1900 Water, DGBE
HSL1900V2 1900 Water, DGBE
HSL1950Vv2 1950, 2000 Water, DGBE
HSL2450V2 2450, 2600 Water, DGBE

Broad- Product Test Frequency (MHz) Main Ingredients

Band

Solutions | HBBL30-250V3 30-250 Water, Tween

(5% HBBL1350-1850V3 1400-1800 Water, Tween

tolerance) | HBBL1550-1950V3 1750-1900 Water, Tween
HBBL1900-3800V3 1950-3000 Water, Tween
HBBL3500-5800V5 3500-5800 Water, Oil

Body Tissue Simulating Liquids

Body Parameters according to FCC KDB 865664 D01
Tissue
(Muscle)
Narrow- Product Test Frequency (MHz) Main Ingredients
Band MSL300V2 300 Water, Sugar
Solutions | MsL450Vv2 400, 450 Water, Sugar
(5% MSL750V2 750 Water, Sugar
tolerance) | msLo00v2 835, 900 Water, Sugar
MSL1450V2 1450, 1500, 1640 Water, DGBE
MSL1750V2 1750 Water, DGBE
MSL1800V2 1800, 1900 Water, DGBE
MSL1900V2 1900 Water, DGBE
MSL1950V2 1950, 2100 Water, DGBE
MSL2450V2 2450, 2600 Water, DGBE
Broad- Product Test Frequency (MHz) Main Ingredients
Band MBBL130-250V3 130-250 Water, Tween
Solutions | \BBL1350-1850V3 1350-1800 Water, Tween
(5% MBBL1550-1950V3 1550-1850 Water, Tween
tolerance) | MBBL1900-3800V3 1950-3800 Water, Tween
MBBL3500-5800V5 3500-5800 Water, Oil
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Measurement Certificate / Material Test

ltem Head Simulating Liquid (HSL750V2)
Product No. SL AAH 075 AA (Charge: 140210-5)
Manufacturer SPEAG

Measurement Method
measured usi  calibrated OCP

Setu Validation
were within + 2.5% towards the values of Methanol.

Parameters
n the IEEE 1528 and IEC 62209 liance standards.

Test Condition
temperatur + 3)°C and humidity < 70%.
Temperature 22°C

est Date 12-Feb-14
IEN
Information
TSL Density 1.284
TSL 2.701
Measured Target Diff.to Taraet [%]
fIMHzl HP-e' HP-e" siama ens siamg A-eps  A-siama - 1(7)(5)
600 44.4 2349 078 427 088 3.9 -1 2z 50
625 441 2323 081 426 088 35 -8.6 £ o5
650 437 2296 083 425 089 3.0 6.2 g 00
675 433 2268 0.85 423 089 24 4.1 o 25
700 429 2240 0.87 422 089 17 -1.9 g 50
725 426 2225 090 421 089 13 0.7 1‘3 (5,
750 423 2210 092 419 0.89 09 3.2 600 650 700 750 800 850
775 420 2189 094 418 090 04 5.4 Frequency MHz
800 416 2167 096 417 090 -0.1 75
825 413 2155 099 416 091 -06 9.0
838 412 2149 1.00 415 091 08 98
850 411 2142 101 415 092 1.1 10.6 10.0 ——~——
875 408 2129 104 415 094 -1.8 99 £ 75 /
900 405 2115 1.06 415 097 25 9.2 £ 50
925 402 21.01 1.08 415 098 -31 100 g 3:3
950 39.9 20.87 110 414 099 37 10.9 5§ o5
975 396 2079 1.13 414 1.00 -43 122 S 5.0
1000 394 2071 145 413 1.01 -4.8 13.5 A 75 /
10.0
600 650 700 750 800 850
Frequency MHz

TSL Dielectric Parameters
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Measurement Certificate / Material Test

Iltem Name Head Tissue Simulating Liquid (HSL900V.
Product No. SL AAH 090 BB (Charge: 140205-4)
Manufacturer SPEAG

Measurement Method

s b e a q

2)

¢ parameters measured using calibrated OCP probe.

Validation
+2.5% values
Parameters

as 1528 and| 62209

Test Condition

Methanol

standards

S——

750 800 850 900 950 1000 1050 1100 1150 1200

Frequency MHz

750 800 850 900 950 1000 1050 1100 1150 1200
Frequency MHz

Ambient Environment temperatur (22 + 3)°C and humidity < 70%.
TSL Temperature 22°C
Test Date 12-Feb-14
Operator IEN
Information
TSL Density 1.280
TSL
Measured Target Diff.to Target [%] 100
fIMHz1 HP-e' HP-e" slamz ens siama A-eps A-siama o 75
700 429 1958 076 422 089 1.6 -14.3 ; 50
725 426 1952 079 424 089 1.2 -11.7 é 25
750 423 1947 081 419 089 08 9.1 E oo
775 419 1935 0.83 418 090 03 -6.8 & 26
800 416 1923 086 417 090 -0.3 -4.6 § 50
825 413 1918 088 416 091 0.7 2.9 75
-100
850 41.0 1943 090 415 092 -1.2 -1.2
875 407 19.07 093 415 094 -1.9 -1.6
925 401 1892 097 415 098 -33 0.9
950 39.8 18.85 1.00 414 099 -39 0.2 100
975 39.6 18.82 1.02 414 100 -44 1.6 75
1000 39.3 1880 1.06 413 101 50 3.0 N 50
1025 39.0 1871 1.07 413 103 55 4.0 E 25
1060 38.8 1862 1.09 412 104 -60 5.0 é 00
1075 385 1859 1.1 412 105 65 6.3 § 25
1100 383 18556 1.4 412 106 -70 7.5 - 50
1125 380 1850 1.6 411 107 75 8.5 a -7s /
1150 87.8 1844 118 411 108 -80 9.6 -100
1175 375 1839 120 410 1.09 -84 10.6
1200 37.3 1835 122 410 110 -89 11.6

TSL Dielectric Parameters
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Measurement Certificate / Material Test
Iltem Name Head Tissue Simulating Liquid (HSL1750V2)
Product No. SL AAH 175 (Charge: 120907-2)

Manufacturer SPEAG

Measurement Method

measured calibrated OCP
Validation
were + 2.5% towards the values of Methanol
Parameters
1528 and | 62209 standards
Condition
Ambient ronment temperatur + m < 70%
TSL Temperature 22°C
Test Date 13-Sep-12
CL
TSL Density 0.998
TSL 3.572
Measured Taraet Diff.to Taraet [%!
f[MHzZ] HP-' HP-e" siams eps siama A-eps A-slgma 10.0
1400 412 1309 1.02 406 1.18 1.4 136 ® 75
1425 410 1314 104 405 119 1.2 -12.4 g 5.0
1450 40.9 1319 1.06 405 120 1.1 -11.3 E 28
1475 408 1326 1.09 405 121 08 -10.3 g 00
1500 407 1834 141 404 123 06 9.4 3z -25
1525 406 13.39 1.14 404 124 04 8.6 2 50
1550 405 1344 116 404 1.26 03 7.8 75
1575 403 1349 1.8 403 127 00 6.9 -10.0
1600 40.2 1355 121 403 128 0.2 -6.1 1400 1500 1600
1613 402 1358 122 403 129 -03 5.7 Frequency MHz
1625 401 13.62 1.23 403 1.30 -04 5.2
1638 404 1366 1.24 403 131 -05 -4.8 100
1650 40.0 1368 1.26 402 1.31 -05 4.3 75
1663 400 1370 1.27 402 132 -0.6 4.1 R
1675 39,9 1871 128 402 133 07 3.8 g Zg
1688 39.8 13.72 129 402 1.33 0.8 3.5 g
1700 39.8 1373 1.30 402 1.34 -0.9 3.2 E 00
1713 897 13.77 1.31 401 135 -1.0 2.7 o 25
1725 397 1381 1.33 404 136 -1.1 2.3 g 5.0
1738 396 13.85 1.34 401 136 -1.2 1.8 7.5
-10.0
1763 39.5 13.91 136 401 1.38 -1.3 10 1400 1500 1600
1775 395 1393 1.38 400 1.39 -1.4 07 Frequency MHz
1788 394 1395 1.39 400 139 -1.4 04
1813  39.3 14.01 141 400 140 -1.7 09
1825 39.3 14.04 143 400 140 -1.8 18
1838  39.2 14.08 144 400 140 -20 28
1850 39.2 1411 145 400 140 2.1 38
1863 891 14.14 147 400 140 22 47
1875 394 1417 1.48 400 140 23 56
1888 39.0 14.19 149 400 140 -25 65
1900 39.0 14.22 150 400 140 -26 74

TSL Dielectric Parameters
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Measurement Certificate / Material Test

m

Product No.

Manufacturer

Measurement Method
TSL dielectric parameters measured using calibrated OCP probe (type DAK)

arget parameters as defined in the |EEE 1528

Test Condition
Ambient

Temperature 22°C
18-Jan-12

est Date

Additional Information

Density
TSL
f[MHz] P:¢' HP-e"
1600 12.84
1613 12.88
1625 12.93
1638 12.97
1650 13.01
1663 13.05
1675 13.10
1688 13.14
1700 13.18
1713 13.22
1725 13.25
1738 13.28
1750 13.31
1763 13.35
1775 13.38
1788 13.41
1813 402 13.48
1825 402 1352
1838 40.1 1355
1850 401 13.59
1863 400 13.63
1875 399 13.67
1888 39.9 13.71
1913 898 13.79
1925 39.7 13.83
1938 39.7 13.86
1950 39.6 13.90
1975 396 13.97
2000 394 14.04

TSL Dielectric Parameters

0.985
3.71

1.14
1.18
117
1.18
1.19
1.21
1.22
1.23
1.25
1.26
1.27
1.28
1.30
1.31
1.32
1.33

1.36
1.37
1.39
1.40
i41
1.43
1.44

147
1.48
1.49
1.51
153
1.56

Target

ens
40.3
40.3
40.3
40.3
40.2
40.2
40.2
40.2
40.2
40.1
4041
40.1
40.1
40.1
40.0
40.0

40.0
40.0
40.0
40.0
40.0
40.0
40.0

40.0
40.0
40.0
40.0
40.0
40.0

midity
Diff.to Target [%]
slames A-eps A-slama
1.28 241 -11.0
129 20 -10.5
130 1.9 -10.0
1.31 1.8 -9.5
1.31 1.8 9.1
132 17 8.6
133 16 -8.1
133 14 76
1.34 1.3 -741
135 1.2 6.7
136 14 6.3
136 1.0 -5.9
1.37 0.9 -5.5
138 09 -5.1
1.39 0.8 -4.7
139 07 -4.3
140 05 29
140 04 2.0
1.40 0.3 -1.0
140 04 -0.1
140 0.0 0.9
1.40 -0.1 1.9
1.40 -0.3 2.9
140 05 4.8
1.40 07 5.8
1.40 08 8.7
1.40 09 7.7
140 12 9.6
1.40 -15 11.6

Tissue Simulating Liquid (HSL 1
SL AAH 190 AA (Charge: 120112-1)
SPEAG

compliance standards.

100

Dev. Permittivity %
b o n oo~
o O o oo o o

&
o

-10.0
1600

100
75
50
25
0o
25
-50
75
-100

1600

Dev. Conductivity %

1650

1700

1750 1800 1850
Frequency MHz

1900

-

rd

—

el

1650

1700

1750 1800 1850
Frequency MHz

1900

1950 2000

1950 2000
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Measurement Certificate / Material Test
Item Name Head Tissue Simulating Liquid (HSL1950V2)

Product No. SL AAH 195 CA (Charge: 120717-3)
Manufacturer SPEAG

TSL dielectric measured calibrated OCP
Validation
results were within + 2.5% towards the values

Ta Parameters

as E 1528 62209
Test Condition
Ambient Environment temperatur (22 + 3)°C and humidity < 70%.
TSL Temperature 22°C
Test Date 18-Jul-12
Operator DI
TSL Density 0.995 g/cm®

TSL Heat-capacity 3.720 kJ/(kg*K)

Measured Taraet Diff.to Taraet [%]
fIMHz] HP-e' HP-¢" slama eDs siame A-eps  A-sigma o 132
1850 406 1243 1.28 400 140 15 -8.6 @ 50
1875 405 1253 1.31 400 140 1.2 6.7 £ o5
1900 403 12,62 1.33 400 140 09 -47 E 00
1925 402 1271 1.36 400 1.40 06 2.8 o .25
g 50
1975 400 1289 142 400 140 0.0 1.4 75
-100
2095 39.8 1307 147 400 142 -04 a5 1850 1950 2050 2150 2250 2350 2450 2550
Frequency MHz
2050 39.7 1316 150 39.9 144 -06 39
2075 396 1323 153 39.9 147 -08 42
2126 39.3 1337 158 398 151 -11 46 100
2150 89.2 1344 1.61 397 153 -1.2 49 ® 75
2175 391 1352 1.64 397 156 -1.4 52 ‘E 50
2200 39.1 1361 1.67 396 158 -15 55 g 3(5)
2225 389 13.68 169 396 160 -1.7 59 § 5
2050 388 1376 172 396 162 -1.9 62 ‘: 50
2275 387 13.83 175 395 164 2.0 65 a 75 /
2300 386 13.91 178 395 167 -22 68 -100
2325 385 13.98 181 394 169 -23 71 1850 1950 2050 2150 2250 2350 2450 2550
2350 384 14.06 184 394 1.71 2.5 74 Frequency MHz
2375 383 1413 1.87 393 173 27 77
2400 382 1421 190 393 176 -28 80
2425 381 1428 1.93 392 178 -30 84
2450 380 14.36 1.96 392 1.80 -3. 87
2475 37.9 1442 199 392 183 33 87
2500 37.8 14.49 202 391 185 -35 87
26525 37.6 1456 204 391 188 3.7 87
2550 375 14.62 207 391 191 -39 87
2575 37.4 1469 210 39.0 1.94 -41 87
2600 373 1476 213 390 1.96 -43 87

TSL Dielectric Parameters

Page 1 of 1
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Measurement Certificate / Material Test
Item Name Head Tissue Simulating Liquid (HSL2450V2)
Product No. SL AAH 245 BA (Charge: 130430-3)

Manufacturer SPEAG

Measurement Method
TSL dielectric parameters measured using calibrated OCP probe.

Validation
resu  were n = 2.5% towards the values
Parameters
eters as ned in E 1528 62209 ance

Test Condition

Ambient Environment temperatur (22 + 3)°C and humidity < 70%
TSL Temperature 23°C

Test Date 2-May-13

Operator CL

Additional Information

TSL Density 0.988 g/cm®
TSL Heat-capacitv 3.680 kJ/(ka*K)

Measured Target Diff.to Target {%]
fIMHzZl HP-¢' HP-" siama eps siame A-eps A-sigma o 132
1900 416 1198 1.27 400 140 4.0 -9.6 Z 50
1925 415 1206 1.29 400 140 38 77 2 55
1950 414 1215 132 400 140 835 5.9 E oo
1976 413 1224 1.35 400 140 33 3.9 a 25
2000 412 1234 137 400 140 30 19 g -5.0
2025 411 1244 140 400 142 29 15 1‘3-3
2050 410 1254 143 399 144 28 10 1900 2000 2100 2200 2300 2400 2500 2600 2700
2075 409 12,62 148 899 147 26 0.6 Frequency MHz
2100 408 1271 148 398 149 25 03
2125 407 12.80 151 39.8 151 23 0.1
2150 406 12.88 1.54 897 153 22 0.5
2175 405 1297 157 397 156 20 0.9 100
2200 404 1305 160 396 158 1.9 1.3 ® 75
2205 403 1313 163 396 160 17 1.6 g 50
2250 402 1321 165 396 162 16 1.9 g (2)2
2275 404 1330 168 395 164 15 24 5 o5
2300 400 13.39 171 395 167 1.3 2.8 ‘j 50
2325 39.9 1348 174 394 169 12 3.2 3 75 /
2350 39.8 1356 177 894 171 1.0 3.6 100
2375 39.7 1364 1.80 A89.3 1.73 0.9 4.0 1900 2000 2100 2200 2300 2400 2500 2600 2700
2400 396 1372 183 393 176 08 43 Frequency MHz
2425 395 1380 186 392 178 06 48
2450 39.4 13.89 1.89 392 1.80 05 5.2
2475 393 13.96 192 392 183 03 5.2
2500 39.2 1403 195 391 1.85 0.1 52
2525 394 1412 198 391 1.88  -0.1 5.4
2550 39.0 1422 202 391 191 0.3 56
2575 389 14.28 205 39.0 194 -05 5.6
2600 367 14.34 2.07 390 196 -0.7 56
2625 386 1441 210 390 1.99 -0.9 5.7
2650 385 14.48 213 3889 202 -1.1 5.8
2675 384 1455 217 389 205 -1.3 5.9
2700 383 1462 220 389 207 -14 6.0

TSL Dielectric Parameters
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Measurement Certificate / Material Test

ltem Name
Product No.

Manufacturer

Measurement
dielectric

Validation

Head Tissue
SL AAH 181 AA (Charge: 140206-3)
SP

measured

results were within + 2.5% towards

Parameters

Test Condition

as defined in the IEEE 1528 and |

Environment temperatur (22 + 3)°C and

Temperature 22°C

12-Feb-14
IEN

Information

est Date
Density
TSL
Measured

fIMHz1 HP-e' HP-e"
1500 408 13.29
1626 40.7 13.34
1550 40.6 13.38
1575 405 13.41
1600 404 13.44
1625 403 13.48
1650 40.2 13,53
1675 40.1 13.54
1700 400 1355
1725 399 13.60
1750 398 13.64
17756 39.7 13.67
1800 396 13.70
1825 395 13.75
1850 394 13.81
1875 39.3 13.84
1900 39.2 13.88
1925 391 13.92
1950 39.0 13.97
1975 389 14.01
2000 388 14.05

TSL Dielectric Parameters

1.052 g/c
3.322
Taraet Diff.to Target [%]

siame eps siama A-eps A-siama
111 404 123 0.9 9.7
113 404 124 07 -8.9
115 404 1.26 0.6 -8.2
117 403 1.27 0.4 -75
120 403 1.28 0.2 -6.9
122 403 1.30 0.1 -6.2
1.24 402 131 <01 -5.4
126 402 1.33 -0.3 -5.0
128 402 1.34 -0.4 -4.5
130 401 1.36 -0.6 -3.8
133 401 137 0.7 -3.1
135 400 1.39 -0.9 -2.6
1.37 40.0 1.40 -1.0 -2.0
140 40.0 1.40 -1.2 -0.3
142 400 1.40 -1.5 15
144 400 140 -1.7 3.1
147 40.0 1.40 20 4.8
149 400 140 2.2 6.5
152 40.0 140 24 8.3
154 400 140 26 10.0
1.56 40.0 1.40 29 11.6

Dev. Pemittivity %

Dev Conductivity %

BL1550-1950V3)

standards.

< 70%.

100
75
50
25
00
25
50
75

-100
1500

10.0
7.5
5.0
2.5
0.0

-2.5
-5.0
-7.5

-10.0
1500

1600 1700 1800

Frequency MHz

1900 2000

7

1600 1700 1800 1900 2000

Frequency MHz
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Measurement Certificate / Material Test

Item Name Head Tissue Simulating Liquid (HBBL1900-3800V3)
Product No. SL AAH 196 AB (Charge: 131212-1)
Manufacturer SPEAG

Measurement Method
TSL dielectric parameters measured usina calibrated OCP probe.

Validation
Validation results were within + 2.5% towards the ta values of Methanol

Parameters
as defined in the IEEE 1528 and IEC 62209 standards
Test Condition
Ambient Environment temperatur (22 + 3)°C and humidity < 70%.
TSL Temperature 22°C
Test Date 18-Dec-13
Operator IEN

Additional Information

a

Frequency MHz

q

\

1800 2100 2300 2500 2700 2900 3100 3300 3500 3700 3900

1900 2100 2300 2500 2700 2900 3100 3300 3500 3700 3900

Frequency MHz

TSL Density 1.054
TSLH 3.389
Measured Taraet Diff.to Taraet %]

fIMHz] HP-e' HP-e" sigma eps sigma A-eps A-sigma 10.0
1900 410 122 13 400 14 25 7.9 L 75
1950 408 123 1.3 400 14 21 4.7 E 5.0
2000 407 124 14 400 14 17 13 E 25
2050 405 126 14 399 14 16 06 E, 00
2100 404 127 15 398 15 14 06 S 5
2150 402 128 15 397 15 1.2 0.4 a 50
2200 400 129 16 396 1.6 1.0 0.1 75
2250 399 130 1.6 396 16 08 0.4 100
2300 397 132 17 395 17 05 1.3
2350 395 133 17 394 17 03 1.8
2400 393 135 1.8 393 18 01 24
2450 391 136 19 392 18 -0 2.8
2500 39.0 137 19 391 19 -04 26
2550 38.8 138 20 391 1.9 -06 27 100
2600 386 140 20 390 20 -1.0 238 5
2650 384 140 21 389 20 14 25 2y
2700 382 142 21 389 21 17 27 § 2 5
2750 88.0 143 22 388 21 -2 25 s =
2800 37.8 144 22 388 22 24 2.6 g 0.0
2850 37.6 145 23 387 22 27 26 o 25
2900 375 146 24 386 23 29 26 § 5.0 /
2950 37.3 146 24 386 23 -33 25 7.5
3000 3871 147 25 385 24 -36 2.3 -10.0
3050 369 148 25 384 25 -39 26
3100 367 149 26 384 25 -43 2.6
3150 366 150 26 383 26 -46 28
3200 364 150 27 383 26 49 2.8
3250 362 151 27 382 27 52 3.0
3300 361 152 28 382 27 -55 3.0
3350 359 152 28 381 28 -58 2.9
3400 357 1583 29 380 28 -6.0 28
3450 356 153 29 380 29 -63 28
3500 354 154 3.0 379 29 66 28
3550 353 154 30 379 30 -6.9 2.9
3600 351 155 31 378 30 72 2.9
3650 349 155 32 378 31 75 2.9
3700 347 156 32 377 34 78 3.2
3750 346 157 33 376 32  -81 32
3800 345 157 33 376 32 83 34
3850 343 158 34 375 33 -85 32

TSL Dielectric Parameters
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Schmid & Partner Engineering AG s p e a

Zeughausstrasse 43, 8004 Zurich, Switzerland
Phone +41 44 245 9700, Fax +41 44 245 9779
info@speag com, http://www speag com

Measurement Certificate / Material Test

ltem Name Head Tissue Simulating
Product No. SL AAH 502 AB (Charge: 130123-1)
Manufacturer S
od
TSL dielectric measured

Setu Validation
Validation results were within + 2.5% towards the

Parameters
T rs as defined in the IEEE 1528 and |IEC

Test Condition

Ambient Environment temperatur (22 + 3)°C and humidity < 70%.
TSL Temperature 22°C

Test Date 23-Jan-13

Operator DI

Additional Information

Density 0.985
3.383
Measured Target Diff.to Taraget [%]

fIMHz1 HP-e' HP-e" siama eDsS siama A-eps A-siama 100
3400 388 1503 284 380 281 1.9 12 ; 75
3500 38.6 1500 2.92 37.9 291 18 0.3 2 50
3600 385 1498 300 378 302 17 -0.5 £ 25
3700 384 14.97 3.08 377 312 17 1.2 $ oo
3800 382 1495 316 376 322 17 1.8 3 25
3900 381 14.96 325 375 332 17 23 2 50
4000 380 1499 334 374 343 1.8 2.6 75
4100 379 1503 343 372 353 18 28 100
4200 378 1506 352 371 3863 1.8 3.0 3400 3900 4400 4900 5400 5900
4300 377 1513 362 370 373 18 31 Frequency MHz
4400 376 1520 372 369 384 1.8 3.0
4500 374 1523 381 368 3.94 17 32
4600 373 1530 392 367 404 16 3.1
4700 371 1535 401 366 414 15 -3.1 13 Z
4800 370 1541 411 364 425 15 31 .
4850 369 1545 417 364 430 15 3.0 ; 50
4900 368 1549 422 363 435 14 29 2 25
4950 368 1651 427 363 440 14 29 3z 00
5000 367 1554 432 362 445 1.4 29 5 25
5050 366 1557 437 362 450 13 2.8 3 °0
5100 366 1560 4.42 361 455 1.3 28 o 75

100
200 o4 1567 453 60 4ss 12 26 H00 300 400 40 5400 590
Frequency MHz

5250 363 1568 458 359 471 1.4 27
5300 362 1571 463 359 476 1.0 26
5350 362 1574 468 358 481 1.0 26
5400 361 1578 474 358 486 09 25
5450 360 1578 478 857 491 09 26
5500 360 1579 4.83 356 4.96 0.9 2.6
5550 359 15.84 489 356 501 0.9 25
5600 358 1586 494 355 507 08 25
5650 358 1591 500 455 512 0.8 22
5700 357 1591 505 354 517 08 2.4
5750 356 1597 6511 354 522 07 2.1
5800 355 15.98 5.16 953 527 0.7 2.1
5850 355 1601 521 353 534 05 24
5900 354 1605 6527 353 540 03 24

TSL Dielectric Parameters Page 1 of 1



Schmid & Partner Engineering AG

Zeughausstrasse 43, 8004 Zurich, Switzerland

Phone +41 44 245 9700, Fax +41 44 245 9779
info@speag.com, http://www.speag.com

Measurement Certificate / Material Test

Product No.

Measurement Method

Simulating Liquid (MSL
SL AAM 075 (Charge: 120831-2)

measured

results were within £ 2.5%

bient

Environment temperatur

Temperature 22°C
5-Sep-12

Date

CL

Additional Information

Density
Measured
fIMHz1 HP-e' HP-e"
600 57.4 24.67
625 571 24.34
650 56.8 24.01
675 56.6 23.71
700 563 23.41
725 56.0 23.20
775 555 2281
800 553 2264
825 551 2247
838 54.9 2239
850 54.8 22.31
875 546 2219
900 544 22,07
925 541 21.96
950 539 21.85
975 53.7 21.75
1000 535 21.64

TSL Dietectric Parameters

1.212

siamé
0.82
0.85
0.87
0.89
0.91
0.94

0.98
1.01
1.03
1.04
1.05
1.08
1.10
1.13
1.15
1.18
1.20

Taraet
eDs
56.1
56.0
55.9
55.8
55.7
55.6

55.4
55.3
55.2
55.2
55.2
55.1
55.0
55.0
54.9
54.9
54.8

siame
0.95
0.95
0.96
0.96
0.96
0.96

0.97
0.97
0.98
0.98
0.99
1.02
1.05
1.06
1.08
1.09
1.10

calibrated

Methanol

standards

+ °C and humidity < 70%.
Diff.to Taraet [%]
. 10.0
A-eps  A-sigma
2o ws %18
: e £ 50
1.9 -11.3 £ o5
1.6 9.1 E 0.0
1.3 74 o 25
1.0 5.0 g 5.0
07 27 7.5
-10.0
600 650 700 750 800 850 900 950 1000
0.2 1.9
Frequency MHz
-0.1 4.2
0.3 5.5
-0.5 6.1
-0.6 6.7 10.0
-0.9 6.0 ® 75 P~
£ 50
-1 5.2 2 s
-1.5 6.3 g -
g 00
-1.9 7.4 & o5
0 .
2.2 8.5 2 50
25 96 3 75 /
-10.0
600 650 700 750 800 850 900 950 1000
Frequency MHz
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Measurement Certificate / Material Test

Iltem Name Body Tissue Simulating Liquid (MSL900V2)
Product No. SL AAM 090 CA (Charge: 140124-1)
Manufacturer SPEAG
Measurement
TSL dielectric measured usi
Validation
Validation results were within = 2.5% towards the values of Methanol.
Parameters
rs as defined in the IEEE 1528 and |IEC 62209 iance standards.

Test Condition
Environment temperatur (22 + 3)°C and humidity < 70%.
TSL Temperature 22°C

750 800 850 900 950 1000 1050 1100 1150 1200
Frequency MHz

1150 524 2048 1.31 546 A7 -39 124
1176 522 2047 134 545 18 -4.2 137
1200 520 2046 137 545 119 -45 15.0

Test Date 29-Jan-14
IEN
Additional Information
1.208
11

Measured Target Diff.to Taraet [%] 100
fIMHz1 HP-¢' HP-e" siame eDs siame A-eps A-siama o 75
700 565 2221 086 557 096 14 9.9 2 50
726 563 2203 089 556 096 1.1 7.6 £ 95
750 56.0 2185 091 555 096 0.9 5.4 E oo
775 558 2171 094 554 097 06 3.4 c"L’ 25
800 555 2157 096 553 097 03 -0.8 g 50
825 553 2147 099 552 098 0.1 0.8 75
838 552 21.42 1.00 552 098 -0.1 15 -100
850 551 2187 101 552 099 02 20 750 800 850 900 950 1000 1050 1100 1150 1200
875 548 2128 1.04 551 102 05 1.6 Frequency MHz
900 546 21.19 1.06 550 1.05 -0.8 1.0
925 543 2110 1.09 550 1.06 -1.1 2.1 100
950 541 2101 111 549 108 -15 3.2 < 75 /
975 539 2096 114 549 109 -1.8 4.6 2 50
1000 537 2090 1.6 548 1.10 -21 5.9 £ 25
1025 535 20.82 119 548 111 -24 7.0 § 00
1050 53.3 2075 121 547 112 -27 8.1 8 25
1075 530 2070 124 547 1143 -390 9.4 3 50
1100 528 2066 1.26 547 1.14 -3.4 10.6 Q 75
1125 526 2057 129 546 115 -37 11.5 -100

1
1
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Measurement Certificate / Material Test

Name Body ng id (MSL1750V2)
Product No. SL AAM 175 (Charge: 120919-3)
Manufacturer
Measu
dielectric calibrated OCP
results were within + values of Methanol.
as defined in 528 62209 iance standards.
Test Condition
Environment temperatur + < 70%.
TSL Temperature 22°C
Test Date 20-Sep-12
r CL
Additional Information
TSL Density 0.998
3.893
Measured Taraet Diff.to Taraet [%]
fIMHz1 HP-e' HP-e" sigme eps siama A-eps A-siama 100
1400 542 1423 111 541 128 02 3.2 R 75
1426 541 1430 113 540 1.29 0.1 124 g 5.0
1450 540 1436 116 540 130 00  -109 E 25
1475 53.9 1442 118 540 1.32 -0.1 -10.0 4 oo
1500 53.8 1449 121 539 133 -02 9.2 3 25
1525 537 1454 123 539 1.35 -03 8.4 2 50
1550 53.7 1459 1.26 539 1.36 -04 7.7 75
1575 53.6 1467 1.29 538 138 -05 6.8 -10.0
1600 535 1474 131 538 139 -0.6 5.9 1400 1500 1600
1613 534 1477 132 538 140 -0.7 5.5 Frequency MHz
1625 534 1479 134 538 1.41 07 5.1
1638 53.3 1482 1.35 537 142 07 4.7 10.0
1650 53.3 14.85 1.36 537 143 -08 4.4 75
1663 532 1488 1.38 537 143 -08 -4.0 ®
1675 532 1491 1.39 536 144 -08 3.6 z 20
1688 531 1494 140 536 145 -0.8 3.2 § 25
1700 531 1497 142 536 146 -09 2.8 g 0.0
1713 531 1501 1.43 535 146 -0.9 2.4 o 25
1725 53.0 1504 144 535 147 -09 2.0 g 5.0
1738 53,0 1507 1.46 535 148 -1.0 1.6 7.5
-10.0
1763 529 1514 148 534 150 -1.0 0.8 1400 1500 1600
1775 528 1517 150 634 150 -1.0 0.4 Frequency MHz
1788 52.8 1521 151 533 151 -1.0 0.0
1813 527 1527 154 533 1562 1.1 1.3
1826 527 1530 155 533 152 -1.2 2.2
1838 6526 1533 157 533 152 -1.3 3.1
1850 526 1537 158 533 152 -1.4 4.0
1863 525 1640 160 533 152 -15 5.0
1875 525 1544 161 533 152 1.5 6.0
1888 524 1548 163 533 152 -1.6 6.9
1900 524 1551 1.64 533 152 -17 7.9

TSL Dielectric Parameters
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Measurement Certificate / Material Test

Item Name
Product No.

Manufacturer

S b e a q

Body Tissue Simulating Liquid (MSL1900V2)

SL AAM 190 (Charge: 120913-1)

SPE

Measurement Method
tric parameters measured usina calibrated OCP probe.

Validation
T Parameters
Condition
Temperature 22°C
est Date 20-Sep-12
Information
Density 0.996
7
Measured Taraet
fIMHzl HP-e' HP-e" siame epS
1600 54.1 13.80 1.23 53.8
1613 541 13.84 1.24 538
1625 540 13.87 1.25 538
1638 54.0 1391 1.27 537
1650 53.9 1395 1.28 537
1663 53.9 13.99 129 537
1675 53.8 1402 1.31 536
1688 53.8 14.06 1.32 536
1700 53.8 1410 1.33 536
1713 537 1414 135 535
1725 537 1419 1.36 535
1738 53.6 1423 1.38 535
1750 53.6 14.27 1.39 534
1763 53.5 14.31 1.40 53.4
17756 53.5 14.35 142 534
1788 535 1440 1.43 533
1813 534 1448 146 53.3
18256 53.3 1452 1.47 53.3
1838 53.3 1456 149 533
1850 53.3 1461 150 53.3
1863 532 1465 152 53.3
1875 53.2 1469 1.53 533
1888 531 1474 155 533
1913 530 14.83 158 533
1926 530 14.87 159 533
1938 53.0 14.91 1.61 53.3
1950 52.9 1495 162 533
1975 52.8 1503 165 53.3
2000 527 1511 1.68 533

TSL Dielectric Parameters

AG

n + 2.5% towards the

1528
temperatur &
Diff.to Taraet {%!1
sigme A-eps A-sigma

1.39 0.5 -11.8
1.40 0.5 -11.4
1.41 0.5 -11.0
142 0.5 -10.6
1.43 0.4 -10.2
143 0.4 -9.7
1.44 0.4 -9.3
1.45 0.4 -8.9
1.46 04 -8.4
1.46 0.3 -8.0
1.47 0.3 -7.6
1.48 0.3 <71
1.49 0.3 -6.7
1.50 0.3 -6.2
1.50 0.3 5.8
1.51 0.2 -5.3
1.52 0.2 -39
1.62 01 -3.0
1.52 0.0 -2.0
1.62 -0.1 -1.1
1.52 -0.1 -0.1
1.52 -0.2 0.8
1.52 -03 1.8
1.52 -05 3.8
1.52 05 4.8
1.52 06 5.7
1.52 07 6.7
1.52 09 8.7
1.52 -10 10.6

values of Methanol.

62209 lance
< 70%
100
L 75
£ 50
=
£ 25
g 0o
& s
%
& o

Dev. Conductivity %

75

-100

1600 1650 1700 1750 1800 1850 1900 1950 2000
Frequency MHz

100
75 /
50
25
00
256
-50

75 /-—""

-100

1600 1650 1700 1750 1800 1850 1900 1950 2000
Frequency MHz
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Measurement Certificate / Material Test

ltem Name Body Tissue
Product No. SL AAM 195 (Charge: 120919-2)
Manufacturer
dielectric measu
Validation

results were within + 2.5% towards the

Parameters
as defined in the IEEE 1528 and |{EC 62209 standards
Test Condition
Ambient Environment temperatur (22 + 3)°C and humidity < 70%.
TSL Temperature 22°C
Test Date 20-Sep-12
Operator CL

Additional Information
TSL Density 0.997 glcm®
TSL Heat-capacity 3.970 kJ/(ka*K)

Measured Target Diff.to Taraet [%]
tIMHz1 HP-e' HP-¢" siame eps siama A-eps  A-sigma o 100
1850 53.3 1347 139 533 152 01 -88 ; ;g
1875 532 1358 142 533 152 02 68 g o5
1900 531 1368 145 533 152 04 -49 E 00
1925 530 1377 147 533 152 06 30 . 25
g 50
1975 1 1 75
-100
1850 1950 2050 2150 2250 2350 2450 2550
2025 526 1413 159 533 154 -12 31 Frequency MHz
2050 526 1423 162 532 157 -1.3 35
2075 525 1432 165 532 159 -14 39
2125 523 1451 172 531 164 -16 47 100
2150 522 1461 175 531 166 -1.7 5.1 R® 75
2176 521 1470 178 531 169 -1.8 5.5 £ 50
2200 520 1479 181 530 171 -1.9 5.8 g 32
2225 519 1488 1.84 530 174 -20 6.1 5 o
2250 51.8 14.96 1.87 530 176 -22 6.5 ‘: 50
2275 517 1505 1.91 529 178 -23 6.9 8 75 /
2300 516 1514 194 529 181 -24 7.2 -100
2325 515 1524 1.97 529 183 25 77 1850 1950 2050 2150 2250 2350 2450 2550
2350 514 1533 200 528 1.85 -26 8.1 Frequency MHz
2375 514 1542 204 528 1.88 27 85
2400 513 1550 207 528 190 -28 8.8
2425 512 1560 240 627 193 2.9 9.2
2450 511 1569 214 527 195 3.1 9.7
2475 510 15678 217 527 199 3.2 9.4
2500 509 1687 221 526 202 -3.3 9.2
2525 50.8 1596 224 526 206 -3.4 9.1
2650 507 16.06 228 526 209 -35 8.9
2575 506 1614 231 525 213 37 8.7
2600 505 1623 235 525 216 -3.9 8.6

TSL Dielectric Parameters Page 1 of 1
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Measurement Certificate / Material Test

ltem Name Body Tissue s]
Product No. SL AAM 245 BA (Charge: 130510-2)
Manufacturer
Measurement
dielectric

results were within + 2

as defined in the |

Test Condition
Ambient Environment temperatur (22 + 3)°C and humidity < 70%.
TSL Temperature 22°C
Test Date 15-May-13
Operator IEN
Additional Information
Density 0.996
3.987
Measured Taraet Diff.to Taraet [%] 100
fIMHz1 HP-e' HP-¢" sigme eps siame A-eps A-sigma o 75
1900 524 1221 1.29 533 152 -7 -15.1 ‘é 50
1925 523 1232 132 533 152 -1.9 -13.2 E 25
1950 522 1243 135 533 152 21 113 E oo
1976 524 12555 1.38 533 152 -2.2 9.3 g 25
2000 520 1267 141 533 152 -24 7.3 g 50 e
2025 519 1275 144 533 154 25 6.9 75
2050 518 1284 146 532 157 -26 6.6 100
2075 51.7 1296 150 532 1.59 27 6.0 1800 2000 2100 2200 2300 2400 2500 2600 2700
2100 517 13.09 153 532 162 -2.8 5.4 Frequency MHz
2125 616 1317 156 53.1 164 -29 5.0
2150 515 1325 158 53.1 166 -3.0 -4.7
2175 514 1337 162 531 169 -3.1 4.1 100
2200 513 1350 165 530 171 -3.3 3.5 e 75
2225 512 1358 168 530 174 -33 3.1 2z so0
2250 512 1365 171 530 176 -3.3 2.8 £ 95
2275 511 13.78 174 529 178 -35 22 § 00
8 =25
2325 509 14.01 181 529 183 -37 -1.0 3 60
2350 509 1412 185 528 185 -38 0.5 8 s ,“"'
2375 507 1421 188 528 188 -39 0.0 100
2400 506 1431 191 528 1.90 41 05 1900 2000 2100 2200 2300 2400 2500 2600 2700
2425 505 1444 195 527 193 -42 1.1 Frequency MHz
2475 50.4 1464 202 527 199 -44 1.6
2500 50.3 1472 205 526 202 -45 1.3
2525 502 1479 2.08 526 206 -46 1.0
2550 501 14.86 241 526 209 47 07
2575 50.0 1500 215 525 213 -48 1.0
2625 498 1523 222 525 220 51 1.2
2650 49.6 1533 226 524 223 53 1.2
2675 496 1545 230 524 227 54 1.3
2700 495 1556 234 524 230 -55 1.4

TSL Dielectric Parameters
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Measurement Certificate / Material Test
Iltem Name Body Tissue Simulating Liquid (MBBL1550-1950V3)
Product No. SL AAM 181 AA (Charge: 140218-3)

Manufacturer SPEAG

Measurement Method
TSL dielectric parameters measured using calibrated OCP probe

Validation
results were within + 2.5% towards the values of Methanol

Parameters

as defined in the IEEE 1528 and |IEC 62209 com standards.

Test Condition

Ambient Environment temperatur (22 + 3)°C and humidity < 70%.
TSL Temperature 22°C

Test Date 19-Feb-14

Operator IEN

Additional Information
TSL Density 1.042 g/cm®
TSL Heat-capacity 3.475 kJ/(kg*K)

Measured Target Diff.to Taraet [%]
fIMH21 HP-e' HP-e" siama eps sigme A-eps A-sigma 10.0
1500 535 14.88 124 539 133 0.9 6.7 ; 75
1525 534 1488 126 539 1.35 -09 6.2 2 5.0
1650 534 1489 1.28 539 136 -1.0 5.8 E 25
1575 532 1489 1.30 538 1.38 1.1 5.3 g 00
1600 531 1490 1.33 538 139 -1.2 -4.8 3z 25
1626 531 14.89 1.35 538 1.41 -12 -45 2 50
1850 53.0 14.88 1.37 75
1675 529 1486 1.38 536 144 -1.3 -3.9 -10.0
1700 628 1484 140 536 146 1.3 37 1500 1600 1700
1725 52.8 14.87 143 535 147 -13 -3.1
1750 527 1490 145 534 149 -14 28
1776 526 14.90 147 534 150 -1.4 22 100
1800 528 1491 149 533 152 -14 18 75
1825 525 1499 152 533 152 15 0.1 T
1850 524 1507 155 533 152 17 2.0 g o5
1875 623 1506 1.57 533 152 18 3.3 S
1900 523 1505 159 533 152 -1.9 46 g 00
1925 522 1509 1.62 533 152 -2 6.3 ‘: 25
1950 521 1513 1.64 533 152 -22 8.0 3 jg -
19756 521 1517 1.67 533 152 23 9.7 00

2000 520 1521 1.69 533 152 -24 1.3

TSL Dielectric Parameters

1500 1600 1700
Frequency MHz

a

1800
Frequency MHz

1800
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1900

1900

2000

/

2000
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Measurement Certificate / Material Test

ltem Name Body Tissue Simulating Liquid (MBBL1900-3800V3)
Product No. SL AAM 196 AB (Charge: 140219-3)
Manufacturer SPEAG

Measurement Method
dielectric rs robe.

Setu Validation
Validation results were within = 2.5% values Methanol.

T Parameters
as defined in | 1 62209

Test
bient Environment temperatur (22 = < 70%.
Temperature 22°C
est Date 19-Feb-14
IEN

Information

Density 1.036
TSL 3.508
red Diff.to
1 HP-e' 100
1900 535 133 141 533 152 05 7.3 o 75
1950 534 134 146 533 152 02 -4.1 > 5o
2000 533 135 151 533 152 00 08 g .
2050 532 136 155 532 157 00 A1 E °
2100 531 137 160 532 162 -0.1 07 e 00
531 1.66 -0.2 09 3 25
2200 528 139 170 530 171 04 05 5.0
2250 527 140 1.76 530 176 -04 0.0 7.5
526 142 1.82 529 1.81 06 0.7 -100
0350 524 144 185 06 185 07 s 1900 2100 2300 2500 2700 2900 3100 3300 3500 3700 3900
2400 523 145 194 528 190 -0.9 2.0 Frequency MHz
2450 522 147 200 527 195 -1.0 24
2500 520 148 205 526 202 11 16
2550 520 148 210 526 209 11 03
2600 518 150 217 525 216 -1.4 0.1 100
2650 516 151 223 524 223 -16 0.3 s
2700 515 152 229 524 230 -18 08 R
2750 512 153 234 523 238 21 15 & Z (5)
2800 511 154 240 523 245 22 47 8
2850 509 156 247 522 252 24 20 2 00
2900 508 157 253 521 259 25 22 O 25
2950 507 158 259 521 266 -27 2.8 g 50
3000 505 159 265 520 273 28 30 75 !
3050 504 160 271 519 279 -30 2.9 100
3100 502 164 278 519 285 32 24 1900 2100 2300 2500 2700 2900 3100 3300 3500 3700 3900
3150 501 162 285 518 291 33 2.0
3200 499 163 290 517 296 -36 21 Frequency MHz
3250 498 165 298 517 302 -36 1.5
3300 496 165 3.02 516 308 -38 1.8
3350 495 166 3.09 515 314 -39 15
3400 494 166 345 515 320 40 1.5
3450 492 167 321 514 326 42 14
3500 491 168 328 513 331 -43 1.0
3550 489 169 334 513 337 45 09
3600 48.8 171 342 512 343 46 04
3650 487 174 347 511 349 48 05
3700 485 172 355 514 355 -49 0.0
3750 484 17.3 861 510 361 5.0 0.0
3800 483 174 367 509 366 51 0.1
3850 482 175 374 508 372 52 05

TSL Dielectric Parameters Page 1 of 1
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Measurement Certificate / Material Test
ltem Name Body Tissue Simulating Liquid (MBBL3500-5800V5)
Product No. SL AAM 501 EA (Charge: 140114-1)

Manufacturer SPEAG

Measurement Method

dielectric rs measured us  calibrated OCP robe.
Setu
Validation results were within + 2.5% the values of Methanol.
as g] 1528 and IEC 62209 com standards.
Test ition
Ambient Environment temperatur + and humidity < 70%.
TSL Temperature 22°C
Test Date 15-Jan-14
IEN
Additional Information
TSL Density 0.996 g/cm3
TSLH 3.765
Measured Taraet Diff.to Taraet [%!]
fIMHz1 HP-e' HP-e" siam¢ eps sioma A-eps A-sigma 10.0
3400 52.2 1663 314 515 320 1.4 18 ; 75
3500 520 16.67 325 513 331 1.3 1.9 s 50
3600 51.9 1674 3.35 512 343 1.4 24 € 25
3700 517 1681 346 511 355 13 25 g 00
3800 51.6 1690 357 509 366 1.3 2.6 3 25
3900 515 1699 3.69 508 378 14 2.4 e 50
4000 513 17.08 3.80 506 390 1.3 25 75
4100 512 1718 392 505 401 14 2.4 -100
4200 511 17.32 405 504 443 14 20 3400 3900 4400 4900 5400 5900
4300 509 1747 4.18 502 425 13 -1.6 Frequency MHz
4400 50.8 1761 431 501 437 1.4 13
4500 506 1773 444 500 448 13 0.9
4600 504 17.86 457 498 460 1.1 06 100
4700 50.3 1800 471 497 472 12 0.1 e 75
4800 50.1 1814 484 496 483 1.1 02 = 50
4850 500 1820 4.91 495 489 10 0.4 B 25
4900 49.9 1828 498 494 495 1.0 06 2 00
4950 498 1831 504 494 501 09 07 o 25
5000 49.7 1838 511 493 507 0.8 0.9 g 50
5050 49.6 1844 518 492 512 08 1.1 75
5100 495 1850 525 492 518 07 1.3 100
5150 494 1857 532 491 524 06 5 3400 3900 4400 4900 5400 5900
5200 49.4 18.63 5.39 49.0 530 0.8 1.7 Frequency Mrz
5250 49.3 1868 546 489 536 0.7 1.9
5300 49.2 1875 553 489 542 07 21
5350 491 1879 559 488 547 06 2.1
5400 49.0 18.86 566 487 553 05 2.3
5450 48.9 1890 573 487 559 05 25
5500 46,8 18.94 580 486 565 0.4 27
5560 48.7 19.01 587 485 571 03 28
5600 48.7 1906 594 485 577 05 3.0
5650 486 1913 6.01 484 582 04 32
5700 485 19.18 6.08 483 588 03 33
5750 484 1926 6.16 483 594 03 3.7
5800 48.3 19.30 6.23 48.2 6.00 0.2 38
5850 48.2 1937 630 481 606 0.1 4.0
5900 481 1943 6.38 481 612 01 43

TSL Dielectric Parameters Page 1 of 1
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